
 
 

 

             

LABORATORY TEST REPORT 

  

PRODUCT NAME : SHIELD VM 7077 DATE : 15/04/17 

BATCH NO : SL/17-04/33  

 

             

 

 

 

 

 

 

 

 

 

Tested By:  Sandip 

 

 

SR. 

NO. 
TEST PARAMETER TEST METHOD 

CUSTOMER SPECIFICATION 
BATCH 

RESULT 

MINIMUM MAXIMUM  

1 Appearance Visual Clear & Bright  Cl. & Br. 

2 Crackle Test In-House NIL Nil 

3 Colour VISUAL Match with Standard L1.0 

4 Density @29.5°C ASTM D-1298 To Be reported - 

5 *Kin Visc.@100°C ASTM D-445 1250 1350 1345 

  
  

* 12.5% BY WT IN SN 150  
 


