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SR.NO 

TEST TEST METHOD UNIT SPECIFICATION 
 

BATCH TEST      
REPORT 

      
 

Min Max  

1 Appearance Visual - Cl & Br - 
Cl & Br 

2 Crackle test Visual 
  

Nil 
Nil 

3 Density @ 29.5°C ASTM D 1298 Kg/mᶟ Report - 0.8630 

4 Colour ASTM D 1500 
  

L3.0 L0.5 

5 Kinematic Viscosity @ 40°C ASTM D 445 mm²/s 430 460 
 

457.2 
 

5 Kinematic Viscosity @ 100°C ASTM D 445 mm²/s 
  

45.70 

6 Viscosity Index ASTM D2270 
   

156 


