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       Report Date: 31.01.2022 

Grade Name:                       ENDURA EP 0 GREASE                                              

Batch No. :                       SL/22-10/G-209 

Sr.No. Test Properties Test Method Umo Specification Test Result 
    Min Max  

1 Thickner Visual - Lithium Lithium 

2 NLGI Classification ASTM D 217 - 0 0 

3 Texture (Appearance) Visual - Smooth Smooth 

4 Colour Visual - Yellow Yellow 

5 Drop point ASTM D 2265 deg°C 170  192 

6 
Worked penetration @ 25 

Deg C X 60 strokes 
ASTM D 217 d/mm 355 385 380 

7 
Copper corrosion 24 hrs 

@100 deg C 
ASTM D 4048 Rating 1a 1b 1b 

8 4 Ball Weld Load IP 239 Kg 250  250 

Conforms to the spec. 

Note: 

* This result relates to the sample as received for testing. 

* The report shall not be reproduced exept in full withouth permission of this laboratory. 

* This is computer generated report and hence signature is not required. 
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